We tried the novel method of synthesis by wet way in environment forced polyol. ► The dense HA compacts have been successfully by spark plasma sintering (SPS) process.  ► The sintering behaviour of HA powders at different temperatures was studied. ► The microstructure, Vickers microhardness, nanoindentation, TEM , SEM and density are carefully described.


